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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

- Repair Record

Tank No.: z RepairNo.._ O 3 1 Type: ® Location: Cls - 24

Ao nrer CoatTewi
FaiLw et

Sketch of Repair Area

“““ Weld Repair |\ /A
WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box Dye Penetrant

Rework Required:

Repair Acceptable: Date Accepted:

Coating Repair
Coating Type: E !Qe‘x \[f

Surface Prepatation: \/_ Primer Coat: __ " Intermediate Coat: v/ Final Coat: v
NDT Performed: Visual: __ v~ DFT: _ v/ Average DFT: 8- /1§ Msl5

Rework Required: N / A

Repair Acceptable: g HL § §A ~) Q! . Date Accepted: 4 ‘5’“ 9 8
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.; 2 RepairNo.._ O3 2 Type: |10 Location: C 1B~ 2.8

Pinhole indication in fillet weld -
Grind out defect, weld repair,
and perform P.T,

Pr

Sketch of Repair Area
Weld Repair
WPS No.: _SM1.1-1
Welder ID: __John Walsh
NDT Performed: Visual ___\[__ VacouumBox _ Dye Penetrant __L

Rework Required: N/ A

Repair Acceptable: &M Date Accepted: 4 ”2 ’98

Coating Repair

Coating Type: Epoxy

Surface Preparation: \/ Primer Coat: \/ Intermediate Coat: \/ Final Coat: /

NDT Performed: Visual: \/ DFT: \/ Average DFT: B ‘5 m/, 5

Rework Required: L) / A

Repair Acceptable: %w Date Accepted: 4‘ '\3 - 9%

~
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 2 Repair No.: O ;555 Type: 2 Location; D 2( - 5

/\/ Pinhole indication in bg#f weld -
Grind out defect, weld repair,
and perform P.T.

/ 7\ PT

Sketch of Repair Area

Weld Repair
WPS No.: SM1.1-1

Welder ID: __John Walsh

NDT Performed: Visual \/ Vacuum Box Dye Penetrant _ ./
Rework Required: Y / A
Repair Acceptable: Date Accepted: 4 ~Z "9 &

Coating Repair

Coating Type: Epoxy

Surface Preparation: \/ Primer Coat: \/ Intermediate Coat: 1/ Final Coat: \/

NDT Performed: Visual: DFT: V4 Average DFT: & ~ T .)[ )

Rework Required: Vv / 3

Repair Acceptable: QI\TP/M Date Accepted: 4 "3’ 9 &
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Dames & Moore _
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 2 Repair No.:_ O 34 Type: 8 Location: el - 3

TsolhTep GpaTine
FriLUR e
N
Sketch of Repair Area

Weld Repair | ) / r\
WPS No.:
Welder ID:
NDT Performed: Visual Vacuum Box Dye Penetrant
Rework Required:
Repair Acceptable: Date Accepted:
Coating Repair

Coating Type: EpexyY

Surface Preparation: \/ Prirnér Coat: \/ Intermediate Coat: ‘/ Final Coat: \/
NDT Performed: vissal: V' prr: V- Average DFT: 8913, wll 3
Rework Required: W h'\ |

Repair Acceptable: %w Date Accepted: 4-3~ 9®
- E—
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

TankNo..___ 1 Repair No.._ ) 3 5/ Type: 8 Location:_C. lb — 3

% —
KoL atty COATIVG "/’*“—U&E;L/

Sketch of Repair Area

Weld Repair N / A
WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box Dye Penetrant

Rework Required:

Repair Acceptable: Date Accepted:

Coating Repair
Coating Type: E Pox Y

Surface Preparation: __ /" Primer Coat: __\/ _ Intermediate Coat: __\/ Final Coat: \/

NDT Performed: Visual: __V/ prr: V- Average DFT: 8- 1§ wals

Rework Required: N / R A

Repair Acceptable: M—— Date Accepted: 4 ~3-19
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 2 Repair No.: 0,3 Eg Type: & Location: Cfl& - Z

2
o

@ TSOLATED
| CORTIONC>
FAuel

@/

Sketch of Repair Area

Weld Repair  \J / A

WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box Dye Penetrant

Rework Required:

Repair Acceptable: Date Accepted:

Coating Repair
Coating Type: E fo KY
Surface Prepatation: v Primer Coat: V" Intermediate Coat: l/ Final Coat: (//

NDT Performed: Visual: __\/ DFT: __/ ' Average DFT: /57 2%l

Rework Required: Y / ”A-'

Repair Acceptable: Date Accepted: 4 '3’ ?b
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

- Repair Record

Tank No.:____ 2 Repair No.:__ (D S7 Type: & Location: Q 15 - g

'

ToULATEp CONTAY (S
FAcL Uz &

Sketch of Repair Area

""" Weld Repair N / A
WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box Dye Penetrant

Rework Required:

Repair Acceptable: Date Accepted:

Coating Repair
Coating Type: _ (S PO X \{
Surface Preparation: v/ Primer Coat: v/ Intermediate Coat: /_ Final Coat: V

NDT Performed: Visual: __/ DFT: _/ ) Average DFT: |5~ 272 vmls

Rework Required: LY / )

Repair Acceptable: _%.é:&&QL Date Accepted: 4 ~3~ 79
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Dames & Moore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center

Contract No. N62742-96-C-1356

Repair Record

Tank No.: 2 Repair No.: 03 b Type:__;b__

Location: D 1" = 2~

N— N

TPo0LATEP
cCoaTuwo b
FviLu e

Sketch of Repair Area

Weld Repair “ / A

WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box

Rework Required:

Dye Penetrant

Repair Acceptable:

Coating Repair
Coating Type: Efox Y

Date Accepted:

Surface Preparation: v/ Primer Coat: vV Intermediate Coat: v/ Final Coat: v

NDT Performed: Visual: __\/ DFT: _/

Average DFT: 15' YN M.lg

Rework Required: _},J ’/ A

Repair Acceptable: _@m\w
N -~

Date Accepted: 4" 3" ? 6
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Dames & Maore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 7 Repair No.._ (DD i Type:_ [O Location; A3 ~ B

Pinhole indication in fillet weld -
Grind out defect, weld repair,
and perform P.T.
L
12
Sketch of Repair Area
Weld Repair

WPS No.: m l | - {
Welder ID: ) S \A/a\s\,\
NDT Performed: Visual \/ Vacuum Box Dye Penetrant __ |/

Rework Required: N/ A

Repair Acceptable: %&Q«@L&——— Date Accepted: M’?&

Coating Repair

Coating Type: 6'3“2)5?,
Surface Preparation: __\/__ Primer Coat: \/__ Intermediate Coat: \/ Final Coat: l/

NDT Performed: Visual: !/ DFT: \/ Average DFT: 8-15 mdg,

Rework Required: \J / b.

Repair Acceptable: ‘ Date Accepted: _4_"11“? %r
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 7 Repair No.: 04‘0 Type: lo Location; Bq ~A

P Pinhole indication in fillet weld -
\ Grind out defect, weld repair,
7

and perform P.T.

7.
2
14

L

Sketch of Repair Area

Weld Repair
WPSNo: SOM . | —|

Welder ID: 30\I\V\ wﬁ&)l,\
NDT Performed: Visual \/. Vacuum Box Dye Penetrant ![

Rework Required: \J/ A

Repair Acceptable: glpq AA. ‘ ’M!&'& Date Accepted: _4_"5 ‘? b

Coating Repair
Coating Type: 8?‘0%1\/

Surface Preparation: __ \/_ Primer Coat: \/ Intermediate Coat: __\/ _ Final Coat: \/

NDT Performed: Visual: \/ DFT: v Average DFT: B~ L")’ wls

Rework Required: _ WJ / A

Repair Acceptable: % M Date Accepted: 4 -17- ? %

1
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 7 Repair No.: O 4‘ ( Type: lo Location; A 2~ A

. Pinhole indication in fillet weld -
Grind out defect, weld repair, .

and perform P.T.
NPYER S il
< %N Fr

Sketch of Repair Area

Weld Repair
WPSNo.: S .| - |

Welder ID:_SoMn_ \Walsh
NDT Performed: Visual __\/ Vacuum Box Dye Penetrant __ |/

Rework Required: \J / A

Repair Acceptable: ng&@g‘[&__ Date Accepted: 4 15 "?%

Coating Repair

Coating Type: Efox Y

Surface Preparation: ____\[_ Primer Coat: v/~ Intermediate Coat: _\L Final Coat: ____/_
NDT Performed: Visual: _L DFT: _lé Average DFT: M ‘..J 5

Rework Required: N I A

Repair Acceptable: Date Accepted: 4 ~17- f&

£

"“Qi‘,}‘. .



86/¥/S 018(Q

ueyoly wo) :Aq umeug

€ 1818|d VY 188in0)H
Vv usipenp swoQ teddn
(G4 <TALdIE| gy0 ' 'ON Jiedey

SONIMVYHQ HIVdIH Q3ANINNODIY L# duBl

SYNVL T7IH d3d HO

4 SHIVd3H AONIOHINI

AV LNINNOHEIANI ODILNVILLY AIN

Hivd3d 0F IdAL

ieq 18|} ¢/} X ¢C

M1 ¥ 4r Aq 86//2/c peroedsyi

-
<A —(-+'L WS




Dames & Maore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

TankNo..___ [ Repair No..__ O _[L 2. Type_ IO Location;_ A 3~ A

K\/ Pinhole indication in fillet weld -
’/ Grind out defect, weld repair, .

e( \ and perform P.T.

Sketch of Repair Area

Weld Repair
WPSNo.: _SM |,|— |
Welder ID: ) o\ W*\lﬁ"\

NDT Performed: Visual \/ Vacuum Box Dye Penetrant _ ¢/

Rework Required: N / A

Repair Aweptablez%w___ Date Accepted: ﬁ-v_lb: . 78

Coating Repair

Coating Type: C€ PoxyY

Surface Preparation: _L Primer Coat: _l Intermediate Coat: ___\_/_ Final Coat: _Z

NDT Performed: Visual: __ /" DFT: ___14 Average DFT: M «\.19

Rework Required: 1% / A .
Repair Acceptable: Date Accepted: 4 ~ 17‘ 78
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Dames & Maore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: / Repair No..__ O ft 3 Type jo Location;_A 3~ A

f\_’ Pinhole indication in fillet weld -
— : Grind out defect, weld repair, .
f and perform P.T.
1 1
A
lu
13 |-
~
[
Sketch of Repair Area
Weld Repair
WPS No.: SM PR
/’
Welder ID: _Jon WO\.\S\'\
NDT Performed: Visual \/ Vacuum Box Dye Penetrant I/
Rework Required: _K) / A
Repair Acceptable; Date Accepted: 4 -19 - 7 %

Coating Repair

Coating Type: E fox Y

Surface Preparation: __)L Primer Coat: _JL Intermediate Coat: __\L Final Coat: |74

NDT Performed: Visual: _JL DFT: __JL Average DFT: _8_'_[_5 m:ls

Rework Required: __NJ / A

Repair Acceptable: th g, ey é‘gﬂl QQ Date Accepted: 4 -/ 2~ 7 kol

£
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

TankNo.:. [ Repair No.:_ O 5[_4 Type: 1O Location; A 2-A

Pinhole indication in fillet weld -
Grind out defect, weld repair,
and perform P.T.

k N\ Q % Tear . PLae
N =

G 2
%‘VX‘ ™
i

4

Sketch of Repair Area

Weld Repair
WPS No.: SM—“\ - |

Welder ID: 30\/\0\ S& &3‘&4

NDT Performed: Visual \/ Vacuum Box Dye Penetrant l/

Rework Required: _ M) / A

Repair Acceptable: g M AA %41 R QQ Q Date Accepted: 4 1§ - ?3

Coating Repair
Coating Type: E EOX,Y

Surface Preparation: ___\/  Primer Coat: \/ Intermediate Coat: __ ¢/ Final Coat:

-

NDT Performed: Visual: \/ DFT: __L Average DFT: 8- [§ ) Is

Rework Required: __§\) / A

Repair Acceptable: (% & A A ’¥R A Q Q Date Accepted: 4 -~ Z - %
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Dames & Maore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: Z Repair No.: O 45 Type: 10 Location; A 4 - A

/\_/(\ Pinhole indication in fillet weld -
, Grind out defect, weld repair,

and perform P.T.

/\/ T ((

Sketch of Repair Area

Weld Repair
WPSNo.: SM L.~ |

Welder ID: ::\— M \A/@l S\/\

NDT Performed: Visual __/ Vacuum Box Dye Penetrant __ ¢/

Rework Required: ) / A

Repair Acceptable: ( ’!J A %[ll, 2 M ‘ Date Accepted: 4 - 15 - ?b

Coating Repair

Coating Type: E ?DKY

Surface Preparation: __\L Primer Coat: __\Z_ Intermediate Coat: —JZ— Final Coat: \/
NDT Performed: Visual: __34_ DFT: _L Average DFT: B 15 m .1 3

Rework Required: _ NJ / A -
Repair Acceptable: %&AM_‘ Date Accepted: {f ~[7- 79




